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Sample 12Mic No-primer Matte Film Test time o
PRI o N0 PATHRHE
Environment for test 23°C, 50% RH Test Standard GB/T 32021-2015
FMIT H (Test item) #5845 (Standard) IZER (Test data) H|5E (Decision)
SEERE pm N
Average thickness 12 12.01 it YES
o .
JRBHR % (max/min) 6.0 3.1/-38 4% YES
Thickness tolerance
FHEEWE % N
4. -0.
Average thickness variation 4.0 0.12 it YES
Fr 48R Mpa MD >100 120 k% YES
Tensile strength D >160 182 &K% YES
WK % MD <200 167 £k YES
Elongation at break D <70 54 &% YES
RedEE % MD <45 4.1 k% YES
Shrinkage TD <25 0.9 41 YES
%% % Haze >78 80.9 &% YES
HEERE % Gloss <15 6.9 4% YES
EEPEZRH Friction coefficient <0.8 0.221 4% YES
JB¥EHK /1 mN/m Surface tension >38 40 A% YES
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Test conclusion The sample is qualified. Ji,;z{;@ 7 ;J?:,
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Note The data are measured data, and there may be differences b \%en different ba{%}#
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